: THICKNESS

e L'E‘NG_TH)-c\X_/I'DITH'

_ TOLERANCES® -~ Thickness

SO ALKMUINITY o

i _NOMINAL_ 'D_EN_SiTY ey

NOMINAL WEIGHT : AR e O
(at amblent conchtlons and EMC)_ - . 25mm:
' ' : 30mm:;
“35mm: -
40mm:;
. 45mm:
- 50mm:
. 55mm;
S'60mm:

- FLEXURAL STRENGTH, E, ... (sverage dy)
- MODULUS OF ‘ELASITICITY, E (average, dry)
- COMBUSTIBILITY

~ SURFACE SPREAD OF FLAME

> ~ BUILDING REGULATIONS CLASSIFICATION
: . NOMINAL MOISTURE CONTENT (air dried)

- MOISTURE MOVEMENT
(35% to 85% RH at 20°C, ambient to saturated)

; THERMAL CONDUCTIVITY (approximate at 20°C)

COEFFICIENT Of THERMAL EXPANSION
(20°C to 100°C per m/mK)

 7-10pH -

: _-'14GN/m

(TECHNICAL PROPERTIES)

All VERMICULUX® board sizes are based on metric
equivalents of imperial dimensions rounded to the nearest
5mm. Standard sizes and board tolerances are outlined below.
Non-standard sizes sometimes are available upon request.

20mm, 25mm, SOmm, 35mm, 40mm, 45mm, : :

50mm, 55mm and 60mm

: _1220m_m x 61.0mm o 1_220mm_.x'_1220nim '

+Ommto 08mm e

- Length: +0mm to -1.5mm
" Width:  +Omm'to -1.5nim

L BOkgfm e o

- 10.3kg/m?

12.9kg/m*.

- 155kg/m’
- 18.1kg/m’

20.6kg/m?

~ 232kg/m*
25.8kg/m? .

28.4kg/m* -

i 30.9Kg/m’ s

© 2.0N/mm?

Non combustlble in accordance w1th
the criteria of BS 476: Part 4: 1984.

Class 1 (in accordance with

“  the criteria of BS 476 Part 7: 1987)

: - Class 0 (as defined in the appropriate
Building Regulations)

3%

- <0.1%
- 0.13W/mK

 75x10°

ALL FIGURES ARE APPROXIMATELY BASED ON AVERAGE STANDARD PRODUCTION VALUES. IF A PARTICULAR PROPERTY IS IMPORTANT, PLEASE CONTACT INTUMEX ASIA
PACIFIC TO OBTAIN THE RELEVANT INFORMATION. A MATERIAL SAFETY DATA SHEET IS ALSO AVAILABLE FOR REQUEST.

Intumex

ASIA PACIFIC



